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Include if project has concrete pavement
Section 501. — MINOR CONCRETE PAVEMENT
Construction Requirements
501.03 Composition (Concrete Mix Design). Delete the second sentence and substitute the following:
Submit concrete mix designs for approval on Form FHWA 1606, Minor Portland Cement Concrete Mix Design, at least 30 days before production.
